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METHODS AND APPARATUS FOR 
GENERATING HIGH-DENSITY PLASMA 

BACKGROUND OF INVENTION 

Plasma is considered the fourth state of matter. Aplasma 
is a collection of charged particles moving in random 
directions. Aplasma is, on average, electrically neutral. One 
method of generating a plasma is to drive a current through 
a loW-pressure gas betWeen tWo parallel conducting elec 
trodes. Once certain parameters are met, the gas “breaks 
doWn” to form the plasma. For eXample, a plasma can be 
generated by applying a potential of several kilovolts 
betWeen tWo parallel conducting electrodes in an inert gas 
atmosphere (e.g., argon) at a pressure that is betWeen about 
10'1 and 10'2 Torr. 

Plasma processes are Widely used in many industries, 
such as the semiconductor manufacturing industry. For 
eXample, plasma etching is commonly used to etch substrate 
material and ?lms deposited on substrates in the electronics 
industry. There are four basic types of plasma etching 
processes that are used to remove material from surfaces: 
sputter etching, pure chemical etching, ion energy driven 
etching, and ion inhibitor etching. 

Plasma sputtering is a technique that is Widely used for 
depositing ?lms on substrates. Sputtering is the physical 
ejection of atoms from a target surface and is sometimes 
referred to as physical vapor deposition (PVD). Ions, such as 
argon ions, are generated and then are draWn out of the 
plasma, and are accelerated across a cathode dark space. The 
target has a loWer potential than the region in Which the 
plasma is formed. Therefore, the target attracts positive ions. 
Positive ions move toWards the target With a high velocity. 
Positive ions impact the target and cause atoms to physically 
dislodge or sputter from the target. The sputtered atoms then 
propagate to a substrate Where they deposit a ?lm of 
sputtered target material. The plasma is replenished by 
electron-ion pairs formed by the collision of neutral mol 
ecules With secondary electrons generated at the target 
surface. 

Magnetron sputtering systems use magnetic ?elds that are 
shaped to trap and to concentrate secondary electrons, Which 
are produced by ion bombardment of the target surface. The 
plasma discharge generated by a magnetron sputtering sys 
tem is located proximate to the surface of the target and has 
a high density of electrons. The high density of electrons 
causes ioniZation of the sputtering gas in a region that is 
close to the target surface. 

BRIEF DESCRIPTION OF DRAWINGS 

This invention is described With particularity in the 
detailed description. The above and further advantages of 
this invention may be better understood by referring to the 
folloWing description in conjunction With the accompanying 
draWings, in Which like numerals indicate like structural 
elements and features in various ?gures. The draWings are 
not necessarily to scale, emphasis instead being placed upon 
illustrating the principles of the invention. 

FIG. 1 illustrates a cross-sectional vieW of a knoWn 
plasma generating apparatus having a radio-frequency (RF) 
poWer supply. 

FIG. 2A through FIG. 2D illustrate cross-sectional vieWs 
of a plasma generating apparatus having a pulsed poWer 
supply according to one embodiment of the invention. 

FIG. 3 illustrates a graphical representation of the pulse 
poWer as a function of time for periodic pulses applied to the 
plasma in the plasma generating apparatus of FIG. 2A. 
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2 
FIG. 4 illustrates graphical representations of the applied 

voltage, current, and poWer as a function of time for periodic 
pulses applied to the plasma in the plasma generating 
apparatus of FIG. 2A. 

FIG. 5A through FIG. 5D illustrate various simulated 
magnetic ?eld distributions proXimate to the cathode for 
various electron E><B drift currents according to the present 
invention. 

FIG. 6A through FIG. 6D illustrate cross-sectional vieWs 
of various embodiments of plasma generating systems 
according to the present invention. 

FIG. 7 illustrates a graphical representation of the pulse 
poWer as a function of time for periodic pulses applied to the 
plasma in the plasma generating system of FIG. 6A. 

FIG. 8 is a ?oWchart of an illustrative method of gener 
ating a high-density plasma according to the present inven 
tion. 

DETAILED DESCRIPTION 

FIG. 1 illustrates a cross-sectional vieW of a knoWn 
plasma generating apparatus 100 having a radio-frequency 
(RF) poWer supply 102. The knoWn plasma generating 
apparatus 100 includes a vacuum chamber 104 Where the 
plasma 105 is generated. The vacuum chamber 104 is 
positioned in ?uid communication With a vacuum pump 106 
via a conduit 108. The vacuum pump 106 is adapted to 
evacuate the vacuum chamber 104 to high vacuum. The 
pressure inside the vacuum chamber 104 is generally less 
than 10'1 Torr. A feed gas from a feed gas source 109, such 
as an argon gas source, is introduced into the vacuum 
chamber 104 through a gas inlet 110. The gas How is 
controlled by a valve 112. 

The plasma generating apparatus 100 also includes a 
cathode 114. The cathode 114 is generally in the shape of a 
circular disk. The cathode 114 is electrically connected to a 
?rst terminal 118 of a blocking capacitor 120 With an 
electrical transmission line 122. A second terminal 124 of 
the blocking capacitor 120 is coupled to a ?rst output 126 of 
the RF poWer supply 102. An insulator 128 can be used to 
pass the electrical transmission line 122 through a Wall of the 
vacuum chamber 104 in order to electrically isolate the 
cathode 114 from the vacuum chamber 104. 

An anode 130 is positioned in the vacuum chamber 104 
proximate to the cathode 114. The anode 130 is typically 
coupled to ground using an electrical transmission line 132. 
A second output 134 of the RF poWer supply 102 is also 
typically coupled to ground. In order to isolate the anode 130 
from the vacuum chamber 104, an insulator 136 can be used 
to pass the electrical transmission line 132 through a Wall of 
the vacuum chamber 104. The vacuum chamber 104 can 
also be coupled to ground. 

In operation, the RF poWer supply 102 applies a RF 
voltage pulse betWeen the cathode 114 and the anode 130 
that has a suf?cient amplitude to ioniZe the argon feed gas 
in the vacuum chamber 104. A typical RF driving voltage is 
betWeen 100V and 1000V, and the distance 138 betWeen the 
cathode 114 and the anode is betWeen about 2 cm and 10 cm. 
Typical pressures are in the range of 10 mTorr to 100 mTorr. 
Typical poWer densities are in the range of 0.1 W/cm2 to 1 
W/cm2. The driving frequency is typically 13.56 MHZ. 
Typical plasma densities are in the range of 109 cm-3 to 1011 
cm_3, and the electron temperature is on the order of 3 eV. 

This typical ioniZation process is referred to as direct 
ioniZation or atomic ioniZation by electron impact and can 
be described as folloWs: 
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Where Ar represents a neutral argon atom in the feed gas and 
e- represents an ionizing electron generated in response to 
the voltage applied betWeen the cathode 114 and the anode 
130. The collision betWeen the neutral argon atom and the 
ionizing electron results in an argon ion (Ar") and tWo 
electrons. 

The plasma discharge is maintained, at least in part, by 
secondary electron emission from the cathode. HoWever, 
typical operating pressures must be relatively high so that 
the secondary electrons are not lost to the anode 130 or the 
Walls of the chamber 104. These pressures are not optimal 
for most plasma processes. 

It is desirable to operate a plasma discharge at higher 
current densities, loWer voltages, and loWer pressures than 
can be obtained in a conventional gloW discharge. This has 
led to the use of a DC magnetic ?eld near the cathode 114 
to con?ne the secondary electrons. Con?ning the secondary 
electrons substantially con?nes the plasma at a location (not 
shoWn) in the chamber 104 thereby increasing the plasma 
density at that location for a given input poWer, While 
reducing the overall loss area. 

The magnetic con?nement primarily occurs in a con?ne 
ment region (not shoWn) Where there is a relatively loW 
magnetic ?eld intensity. The shape and location of the 
con?nement region depends on the design of the magnets. 
Generally, a higher concentration of positively charged ions 
in the plasma is present in the con?nement region than 
elseWhere in the chamber 104. Consequently, the uniformity 
of the plasma can be severely diminished in magnetically 
enhanced systems. 

The non-uniformity of the plasma in magnetron sputtering 
systems can result in undesirable non-uniform erosion of 
target material and thus relatively poor target utiliZation. The 
non-uniformity of the plasma in magnetron etching systems 
can result in non-uniform etching of a substrate. 

Dramatically increasing the RF poWer applied to the 
plasma alone Will not result in the formation of a more 
uniform and denser plasma. Furthermore, the amount of 
applied poWer necessary to achieve even an incremental 
increase in uniformity and density can increase the prob 
ability of generating an electrical breakdoWn condition 
leading to an undesirable electrical discharge (an electrical 
arc) in the chamber 104. 

Pulsing direct current (DC) poWer applied to the plasma 
can be advantageous since the average discharge poWer can 
remain relatively loW While relatively large poWer pulses are 
periodically applied. Additionally, the duration of these large 
voltage pulses can be preset so as to reduce the probability 
of establishing an electrical breakdown condition leading to 
an undesirable electrical discharge. An undesirable electrical 
discharge Will corrupt the plasma process and can cause 
contamination in the vacuum chamber 104. HoWever, very 
large poWer pulses can still result in undesirable electrical 
discharges regardless of their duration. 

FIG. 2A through FIG. 2D illustrate cross-sectional vieWs 
of a plasma generating apparatus 200 having a pulsed poWer 
supply 202 according to one embodiment of the invention. 
For eXample, FIG. 2A illustrates a cross-sectional vieW of a 
plasma generating apparatus 200 having a pulsed poWer 
supply 202 at a time before the pulsed poWer supply 202 is 
activated. In one embodiment, the plasma generating appa 
ratus 200 includes a chamber (not shoWn), such as a vacuum 
chamber that supports the plasma. The chamber can be 
coupled to a vacuum system (not shoWn). 

The plasma generating apparatus 200 also includes a 
cathode 204. In one embodiment, the cathode 204 can be 
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4 
composed of a metal material such as stainless steel or any 
other material that does not chemically react With reactive 
gases. In another embodiment, the cathode 204 includes a 
target that can be used for sputtering. The cathode 204 is 
coupled to an output 206 of a matching unit 208. An input 
210 of the matching unit 208 is coupled to a ?rst output 212 
of the pulsed poWer supply 202. A second output 214 of the 
pulsed poWer supply 202 is coupled to an anode 216. An 
insulator 218 isolates the anode 216 from the cathode 204. 

In one embodiment, the ?rst output 212 of the pulsed 
poWer supply 202 is directly coupled to the cathode 204 (not 
shoWn). In one embodiment (not shoWn), the second output 
214 of the pulsed poWer supply 202 is coupled to ground. In 
this embodiment, the anode 216 is also coupled to ground. 

In one embodiment (not shoWn), the ?rst output 212 of the 
pulsed poWer supply 202 couples a negative voltage impulse 
to the cathode 204. In another embodiment (not shoWn), the 
second output 214 of the pulsed poWer supply 202 couples 
a positive voltage impulse to the anode 216. 

In one embodiment, the pulsed poWer supply 202 gener 
ates peak voltage levels of up to about 30,000V. Typical 
operating voltages are generally betWeen about 50V and 30 
kV. In one embodiment, the pulsed poWer supply 202 
generates peak current levels of less than 1 A to about 5,000 
A or more depending on the volume of the plasma. Typical 
operating currents varying from less than one hundred 
amperes to more than a feW thousand amperes depending on 
the volume of the plasma. In one embodiment, the pulses 
generated by the pulsed poWer supply 202 have a repetition 
rate that is beloW 1 kHZ. In one embodiment, the pulse Width 
of the pulses generated by the pulsed poWer supply 202 is 
substantially between about one microsecond and several 
seconds. 
The anode 216 is positioned so as to form a gap 220 

betWeen the anode 216 and the cathode 204 that is suf?cient 
to alloW current to How through a region 222 betWeen the 
anode 216 and the cathode 204. In one embodiment, the 
Width of the gap 220 is betWeen approximately 0.3 cm and 
10 cm. The surface area of the cathode 204 determines the 
volume of the region 222. The gap 220 and the total volume 
of the region 222 are parameters in the ioniZation process as 
described herein. 

In one embodiment, the plasma generating apparatus 200 
includes a chamber (not shoWn), such as a vacuum chamber. 
The chamber is coupled in ?uid communication to a vacuum 
pump (not shoWn) through a vacuum valve (not shoWn). In 
one embodiment, the chamber (not shoWn) is electrically 
coupled to ground potential. One or more gas lines 224 
provide feed gas 226 from a feed gas source (not shoWn) to 
the chamber. In one embodiment, the gas lines 224 are 
isolated from the chamber and other components by insu 
lators 228. In other embodiments, the gas lines 224 can be 
isolated from the feed gas source using in-line insulating 
couplers (not shoWn). The gas source can be any feed gas 
226 including but not limited to argon. In some 
embodiments, the feed gas 226 can include a miXture of 
different gases, reactive gases, or pure reactive gas gases. In 
some embodiments, the feed gas 226 includes a noble gas or 
a mixture of gases. 

In operation, the feed gas 226 from the gas source is 
supplied to the chamber by a gas ?oW control system (not 
shoWn). Preferably, the feed gas 226 is supplied betWeen the 
cathode 204 and the anode 216. Directly injecting the feed 
gas 226 betWeen the cathode 204 and the anode 216 can 
increase the How rate of the feed gas 226. This causes a rapid 
volume eXchange in the region 222 betWeen the cathode 204 
and the anode 216, Which permits a high-poWer pulse having 
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a longer duration to be applied across the gap 220. The 
longer duration high-poWer pulse results in the formation of 
a higher density plasma. This volume exchange is described 
herein in more detail. 

In one embodiment, the pulsed poWer supply 202 is a 
component in an ioniZation source that generates a Weakly 
ioniZed plasma 232. Referring to FIG. 2B, after the feed gas 
is supplied betWeen the cathode 204 and the anode 216, the 
pulsed poWer supply 202 applies a voltage pulse betWeen the 
cathode 204 and the anode 216. In one embodiment, the 
pulsed poWer supply 202 applies a negative voltage pulse to 
the cathode 204. The siZe and shape of the voltage pulse are 
chosen such that an electric ?eld 230 develops betWeen the 
cathode 204 and the anode 216. The amplitude and shape of 
the electric ?eld 230 are chosen such that a Weakly-ionized 
plasma 232 is generated in the region 222 betWeen the anode 
216 and the cathode 204. 

The Weakly-ionized plasma 232 is also referred to as a 
pre-ioniZed plasma. In one embodiment, the peak plasma 
density of the pre-ioniZed plasma is betWeen about 106 and 
1012 cm-3 for argon feed gas. The pressure in the chamber 
can vary from about 10'3 to 10 Torr or higher. The pressure 
can vary depending on various system parameters, such as 
the presence of a magnetic ?eld proximate to the cathode 
204. The peak plasma density of the Weakly-ionized plasma 
232 depends on the properties of the speci?c plasma gen 
erating system and is a function of the location of the 
measurement in the Weakly-ionized plasma 232. 

In one embodiment, to generate the Weakly-ionized 
plasma 232, the pulsed poWer supply 202 generates a loW 
poWer pulse having an initial voltage of betWeen about 100V 
and 5 kV With a discharge current of between about 0.1 A 
and 100 A. In some embodiments, the Width of the pulse can 
be in on the order of 0.1 microseconds up to one hundred 
seconds. Speci?c parameters of the pulse are discussed 
herein in more detail. 

In one embodiment, prior to the generation of the Weakly 
ioniZed plasma 232, the pulsed poWer supply 202 generates 
a potential difference betWeen the cathode 204 and the anode 
216 before the feed gas 226 is supplied betWeen the cathode 
204 and the anode 216. In another embodiment, the pulsed 
poWer supply 202 generates a current through the gap 220 
after the feed gas 226 is supplied betWeen the cathode 204 
and the anode 216. 

In another embodiment, a direct current (DC) poWer 
supply (not shoWn) is used in an ioniZation source to 
generate and maintain the Weakly-ionized or pre-ioniZed 
plasma 232. In this embodiment, the DC poWer supply is 
adapted to generate a voltage that is large enough to ignite 
the Weakly-ionized plasma 232. In one embodiment, the DC 
poWer supply generates an initial voltage of several kilovolts 
that creates a plasma discharge voltage on the order of 
betWeen about 100V and 1 kV With a discharge current in the 
range of about 0.1 A and 100 AbetWeen the cathode 204 and 
the anode 216 in order to generate and maintain the Weakly 
ioniZed plasma 232. The value of the discharge current 
depends on the poWer level of the poWer supply and is a 
function of the volume of the Weakly-ionized plasma 232. 
Furthermore, the presence of a magnetic ?eld (not shoWn) in 
the region 222 can have a dramatic effect on the value of the 
applied voltage and current required to generate the Weakly 
ioniZed plasma 232. 

In some embodiments (not shoWn), the DC poWer supply 
generates a current that is betWeen about 1 mA and 100 A 
depending on the siZe of the plasma generating system and 
the strength of a magnetic ?eld in a region 234. In one 
embodiment, before generating the Weakly-ionized plasma 
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6 
232, the DC poWer supply is adapted to generate and 
maintain an initial peak voltage betWeen the cathode 204 
and the anode 216 before the introduction of the feed gas 
226. 

In another embodiment, an alternating current (AC) 
poWer supply (not shoWn) is used to generate and maintain 
the Weakly-ionized or pre-ioniZed plasma 232. For example, 
the Weakly-ionized or pre-ioniZed plasma 232 can be gen 
erated and maintained using electron cyclotron resonance 
(ECR), capacitively coupled plasma discharge (CCP), or 
inductively coupled plasma (ICP) discharge. 
AC poWer supplies can require less poWer to generate and 

maintain a Weakly-ionized plasma than a DC poWer supply. 
In addition, the pre-ioniZed or Weakly-ionized plasma 232 
can be generated by numerous other techniques, such as UV 
radiation techniques, X-ray techniques, electron beam 
techniques, ion beam techniques, or ioniZing ?lament tech 
niques. These techniques include components used in ion 
iZation sources according to the invention. In some 
embodiments, the Weakly-ionized plasma is formed outside 
of the region 222 and then diffuses into the region 222. 

Forming the Weakly-ionized or pre-ioniZed plasma 232 
substantially eliminates the probability of establishing a 
breakdoWn condition in the chamber When high-poWer 
pulses are applied betWeen the cathode 204 and the anode 
216. The probability of establishing a breakdoWn condition 
is substantially eliminated because the Weakly-ionized 
plasma 232 has a loW-level of ioniZation that provides 
electrical conductivity through the plasma. This conductiv 
ity substantially prevents the setup of a breakdoWn 
condition, even When high poWer is applied to the plasma. 

In one embodiment, as the feed gas 226 is pushed through 
the region 222, the Weakly-ionized plasma 232 diffuses 
someWhat homogeneously through the region 234. This 
homogeneous diffusion tends to facilitate the creation of a 
highly uniform strongly-ioniZed plasma in the region 234. 

In one Embodiment (not shoW), the Weakly-ionized 
plasma can be trapped proximate to the cathode 204 by a 
magnetic ?eld. Speci?cally, electrons in the Weakly-ionized 
plasma 232 can be trapped by a magnetic ?eld generated 
proximate to the cathode 204. In one embodiment, the 
strength of the magnetic ?eld is betWeen about ?fty and tWo 
thousand gauss. 

In one embodiment, a magnet assembly (not shoWn) 
generates the magnet ?eld located proximate to the cathode 
204. The magnet assembly can include permanent magnets 
(not shoWn), or alternatively, electro-magnets (not shoWn). 
The con?guration of the magnet assembly can be varied 
depending on the desired shape and strength of the magnetic 
?eld. In alternate embodiments, the magnet assembly can 
have either a balanced or unbalanced con?guration. In one 
embodiment, the magnet assembly includes sWitching 
electro-magnets, Which generate a pulsed magnetic ?eld 
proximate to the cathode 204. In some embodiments, addi 
tional magnet assemblies (not shoWn) can be placed at 
various locations around and throughout the chamber (not 
shoWn). 

Referring to FIG. 2C, once the Weakly-ionized plasma 
232 is formed, the pulsed poWer supply 202 generates 
high-poWer pulses betWeen the cathode 204 and the anode 
216 (FIG. 2C). The desired poWer level of the high-poWer 
pulses depends on several factors including the density of 
the Weakly-ionized plasma 232, and the volume of the 
plasma, for example. In one embodiment, the poWer level of 
the high-poWer pulse is in the range of about 1 kW to about 
10 MW or higher. 
Each of the high-poWer pulses is maintained for a prede 

termined time that, in some embodiments, is approximately 
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one microsecond to ten seconds. The repetition frequency or 
repetition rate of the high-poWer pulses, in some 
embodiments, is in the range of betWeen about 0.1 HZ to 1 
kHZ. The average poWer generated by the pulsed poWer 
supply 202 can be less than one megaWatt depending on the 
volume of the plasma. In one embodiment, the thermal 
energy in the cathode 204 and/or the anode 216 is conducted 
aWay or dissipated by liquid or gas cooling such as helium 
cooling (not shoWn). 

The high-poWer pulses generate a strong electric ?eld 236 
betWeen the cathode 204 and the anode 216. The strong 
electric ?eld 236 is substantially located in the region 222 
betWeen the cathode 204 and the anode 216. In on 
embodiment, the electric ?eld 236 is a pulsed electric ?eld. 
In another embodiment, the electric ?eld 236 is a quasi-static 
electric ?eld. By quasi-static electric ?eld We mean an 
electric ?eld that has a characteristic time of electric ?eld 
variation that is much greater than the collision time for 
electrons With neutral gas particles. Such a time of electric 
?eld variation can be on the order of ten seconds. The 
strength and the position of the strong electric ?eld 236 Will 
be discussed in more detail herein. 

Referring to FIG. 2D, the high-poWer pulses generate a 
highly-ioniZed or a strongly-ioniZed plasma 238 from the 
Weakly-ionized plasma 232 (FIG. 2C). The strongly-ioniZed 
plasma 238 is also referred to as a high-density plasma. The 
discharge current that is formed from the strongly-ioniZed 
plasma 238 can be on the order of about 5 kA or more With 
a discharge voltage in the range of betWeen about 50V and 
500V for a pressure that is on the order of betWeen about 100 
mTorr and 10 Torr. 

In one embodiment, the strongly-ionized plasma 238 
tends to diffuse homogenously in the region 234. The 
homogenous diffusion creates a more homogeneous plasma 
volume. Homogenous diffusion is described in more detail 
With reference to FIG. 5A through FIG. 5D. 

Homogeneous diffusion is advantageous for many plasma 
processes. For example, plasma etching processes having 
homogenous diffusion accelerate ions in the strongly 
ioniZed plasma 238 toWards the surface of the substrate (not 
shoWn) being etched in a more uniform manner than With 
conventional plasma etching. Consequently, the surface of 
the substrate is etched more uniformly. Plasma processes 
having homogeneous diffusion can achieve high uniformity 
Without the necessity of rotating the substrate. 

Also, magnetron sputtering systems having homogenous 
diffusion accelerate ions in the strongly-ionized plasma 238 
toWards the surface of the sputtering target in a more 
uniform manner than With conventional magnetron sputter 
ing. Consequently, the target material is deposited more 
uniformly on a substrate Without the necessity of rotating the 
substrate and/or the magnetron. Also, the surface of the 
sputtering target is eroded more evenly and, thus higher 
target utiliZation is achieved. 

In one embodiment, the plasma generating apparatus 200 
of the present invention generates a relatively high electron 
temperature plasma and a relatively high-density plasma. 
One application for the strongly-ioniZed plasma 238 of the 
present invention is ioniZed physical vapor deposition 
(IPVD) (not shoWn), Which is a technique that converts 
neutral sputtered atoms into positive ions to enhance a 
sputtering process. 

Referring again to FIG. 2D, the strong electric ?eld 236 
facilitates a multi-step ioniZation process of the feed gas 226 
that substantially increases the rate at Which the strongly 
ioniZed plasma 238 is formed. In one embodiment, the feed 
gas is a molecular gas and the strong electric ?eld 236 
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8 
enhances the formation of ions in the plasma. The multi-step 
or stepWise ioniZation process is described as folloWs. 

Apre-ioniZing voltage is applied betWeen the cathode 204 
and the anode 216 across the feed gas 226 to form the 
Weakly-ionized plasma 232. The Weakly-ionized plasma 232 
is generally formed in the region 222 and diffuses to the 
region 234 as the feed gas 226 continues to ?oW. In one 
embodiment (not shoWn) a magnetic ?eld is generated in the 
region 222 and extends to the center of the cathode 204. This 
magnetic ?eld tends to assist in diffusing electrons from the 
region 222 to the region 234. The electrons in the Weakly 
ioniZed plasma 232 are substantially trapped in the region 
234 by the magnetic ?eld. In one embodiment, the volume 
of Weakly-ionized plasma in the region 222 is rapidly 
exchanged With a neW volume of feed gas 226. 

After the formation of the Weakly-ionized plasma 232 
(FIG. 2C), the pulsed poWer supply 202 applies a high 
poWer pulse betWeen the cathode 204 and the anode 216. 
This high-poWer pulse generates the strong electric ?eld 236 
in the region 222 betWeen the cathode 204 and the anode 
216. The strong electric ?eld 236 results in collisions 
occurring betWeen neutral atoms 240, electrons (not shoWn), 
and ions 242 in the Weakly-ionized plasma 232. These 
collisions generate numerous excited atoms 244 in the 
Weakly-ionized plasma 232. 

The accumulation of excited atoms 244 in the Weakly 
ioniZed plasma 232 alters the ioniZation process. In one 
embodiment, the strong electric ?eld 236 facilitates a multi 
step ioniZation process of an atomic feed gas that signi? 
cantly increases the rate at Which the strongly-ioniZed 
plasma 238 is formed. The multi-step ioniZation process has 
an ef?ciency that increases as the density of excited atoms 
244 in the Weakly-ionized plasma 232 increases. The strong 
electric ?eld 236 enhances the formation of ions of a 
molecular or atomic feed gas. 

In one embodiment, the distance or gap 220 betWeen the 
cathode 204 and the anode 216 is chosen so as to maximiZe 
the rate of excitation of the atoms. The value of the electric 
?eld 236 in the region 222 depends on the voltage level 
applied by the pulsed poWer supply 202 and the siZe of the 
gap 220 betWeen the anode 216 and the cathode 204. In 
some embodiments, the strength of the electric ?eld 236 can 
vary betWeen about 2V/cm and 105V/cm depending on 
various system parameters and operating conditions of the 
plasma system. 

In some embodiments, the gap 220 can be betWeen about 
0.30 cm and about 10 cm depending on various parameters 
of the desired plasma. In one embodiment, the electric ?eld 
236 in the region 222 is rapidly applied to the pre-ioniZed or 
Weakly-ionized plasma 232. In some embodiments, the 
rapidly applied electric ?eld 236 is generated by applying a 
voltage pulse having a rise time that is betWeen about 0.1 
microsecond and ten seconds. 

In one embodiment, the dimensions of the gap 220 and the 
parameters of the applied electric ?eld 236 are varied in 
order to determine the optimum condition for a relatively 
high rate of excitation of the atoms 240 in the region 222. 
For example, an argon atom requires an energy of about 
11.55 eV to become excited. Thus, as the feed gas 226 ?oWs 
through the region 222, the Weakly-ionized plasma 232 is 
formed and the atoms 240 in the Weakly-ionized plasma 232 
experience a stepWise ioniZation process. 
The excited atoms 244 in the Weakly-ionized plasma 232 

then encounter the electrons (not shoWn) that are in the 
region 234. The excited atoms 244 only require about 4 eV 
of energy to ioniZe While neutral atoms 240 require about 
15.76 eV of energy to ioniZe. Therefore, the excited atoms 
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244 Will ioniZe at a much higher rate than the neutral atoms 
240. In one embodiment, ions 242 in the strongly-ionized 
plasma 238 strike the cathode 204 causing secondary elec 
tron emission from the cathode 204. These secondary elec 
trons interact With neutral 240 or excited atoms 244 in the 
strongly-ionized plasma 238. The process further increases 
the density of ions 242 in the strongly-ioniZed plasma 238 as 
the feed gas 226 is exchanged. 

The multi-step ioniZation process corresponding to the 
rapid application of the electric ?eld 236 can be described as 
folloWs: 

Where Ar represents a neutral argon atom 240 in the feed gas 
226 and e' represents an ioniZing electron generated in 
response to a pre-ioniZed plasma 232, When suf?cient volt 
age is applied betWeen the cathode 204 and the anode 216. 
Additionally, Ar* represents an excited argon atom 244 in 
the Weakly-ionized plasma 232. The collision betWeen the 
excited argon atom 244 and the ioniZing electron results in 
an argon ion (Ar") and tWo electrons. 

The excited argon atoms 244 generally require less energy 
to become ioniZed than neutral argon atoms 240. Thus, the 
excited atoms 244 tend to more rapidly ioniZe near the 
surface of the cathode 204 than the neutral argon atoms 240. 
As the density of the excited atoms 244 in the plasma 
increases, the ef?ciency of the ioniZation process rapidly 
increases. This increased efficiency eventually results in an 
avalanche-like increase in the density of the strongly-ionized 
plasma 238. Under appropriate excitation conditions, the 
proportion of the energy applied to the Weakly-ionized 
plasma 232, Which is transformed to the excited atoms 244, 
is very high for a pulsed discharge in the feed gas 226. 

Thus, in one aspect of the invention, high-poWer pulses 
are applied to a Weakly-ionized plasma 232 across the gap 
220 to generate the strong electric ?eld 236 betWeen the 
anode 216 and the cathode 204. This strong electric ?eld 236 
generates excited atoms 244 in the Weakly-ionized plasma 
232. The excited atoms 244 are rapidly ioniZed by interac 
tions With the secondary electrons that are emitted by the 
cathode 204. The rapid ioniZation results in a strongly 
ioniZed plasma 238 having a large ion density being formed 
in the area 234 proximate to the cathode 204. The strongly 
ioniZed plasma 238 is also referred to as a high-density 
plasma. 

In one embodiment of the invention, a higher density 
plasma is generated by controlling the How of the feed gas 
226 in the region 222. In this embodiment, a ?rst volume of 
feed gas 226 is supplied to the region 222. The ?rst volume 
of feed gas 226 is then ioniZed to form a Weakly-ionized 
plasma 232 in the region 222. Next, the pulsed poWer supply 
202 applies a high-poWer electrical pulse across the Weakly 
ioniZed plasma 232. The high-poWer electrical pulse gener 
ates a strongly-ionized plasma 238 from the Weakly-ionized 
plasma 232. 

The level and duration of the high-poWer electrical pulse 
is limited by the level and duration of the poWer that the 
strongly-ionized plasma 238 can absorb before the high 
poWer discharge contracts and terminates. In one 
embodiment, the strength and the duration of the high-poWer 
electrical pulse are increased and thus the density of the 
strongly-ionized plasma 238 is increased by increasing the 
How rate of the feed gas 226. 

In one embodiment, the strongly-ionized plasma 238 is 
transported through the region 222 by a rapid volume 
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exchange of feed gas 226. As the feed gas 226 moves 
through the region 222, it interacts With the moving 
strongly-ionized plasma 238 and also becomes strongly 
ioniZed from the applied high-poWer electrical pulse. The 
ioniZation process can be a combination of direct ioniZation 
and/or stepWise ioniZation as described herein. Transporting 
the strongly-ioniZed plasma 238 through the region 222 by 
a rapid volume exchange of the feed gas 226 increases the 
level and the duration of the poWer that can be applied to the 
strongly-ionized plasma 238 and, thus, generates a higher 
density strongly-ioniZed plasma in the region 234. 
The efficiency of the ioniZation process can be increased 

by applying a magnetic ?eld (not shoWn) proximate to the 
cathode 204, as described herein. The magnetic ?eld tends 
to trap electrons in the Weakly-ionized plasma 232 and also 
tends to trap secondary the electrons proximate to the 
cathode 204. The trapped electrons ioniZe the excited atoms 
244 generating the strongly-ioniZed plasma 238. In one 
embodiment, the magnetic ?eld is generated in the region 
222 to substantially trap electrons in the area Where the 
Weakly-ionized plasma 232 is ignited. 

In one embodiment, the plasma generating system 200 
can be con?gured for plasma etching. In another 
embodiment, the plasma generating system 200 can be 
con?gured for plasma sputtering. In particular, the plasma 
generating system 200 can be used for sputtering magnetic 
materials. KnoWn magnetron sputtering systems generally 
are not suitable for sputtering magnetic materials because 
the magnetic ?eld generated by the magnetron can be 
absorbed by the magnetic target material. RF diode sputter 
ing is sometimes used to sputter magnetic materials. 
However, RF diode sputtering generally has poor ?lm 
thickness uniformity and relatively loW deposition rates. 
The plasma generating system 200 can be adapted to 

sputter magnetic materials by including a target assembly 
having a magnetic target material and by driving that target 
assembly With an RF poWer supply (not shoWn). For 
example, an RF poWer supply can provide an RF poWer that 
is on order of about 10 kW. A substantially uniform Weakly 
ioniZed plasma can be generated by applying RF poWer 
across a feed gas that is located proximate to the target 
assembly. The strongly-ionized plasma is generated by 
applying a strong electric ?eld across the Weakly-ionized 
plasma as described herein. The RF poWer supply applies a 
negative voltage bias to the target assembly. Ions in the 
strongly-ionized plasma bombard the target material thereby 
causing sputtering. 
The plasma generating system 200 can also be adapted to 

sputter dielectric materials. Dielectric materials can be sput 
tered by driving a target assembly including a dielectric 
target material With an RF poWer supply (not shoWn). For 
example, an RF poWer supply can provide an RF poWer that 
is on order of about 10 kW. A substantially uniform Weakly 
ioniZed plasma can be generated by applying RF poWer 
across a feed gas that is located proximate to the target 
assembly. 

In another embodiment, a DC poWer supply (not shoWn) 
is used to create a Weakly-ionized plasma 232 according to 
the present invention. In this embodiment, the dielectric 
target material is positioned relative to the cathode 204 such 
that an area of the cathode 204 can conduct a direct current 
betWeen the anode 216 and the cathode 204. 

In one embodiment, a magnetic ?eld is generated proxi 
mate to the target assembly in order to trap electrons in the 
Weakly-ionized plasma. The strongly-ioniZed plasma is gen 
erated by applying a strong electric ?eld across the Weakly 
ioniZed plasma as described herein. The RF poWer supply 
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